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FUNGUS RESISTANCE TEST AUTOMOTIVE COMPONENTS

MIL-F-13927A(AT), dated 22 August 1957, is hereby eancdkd. The preparing activity
for this document has determined that ASTM G21, “Standard Practice for Determining
Resistance of Synthetic Polymeric MatensJs to Fungi”, is a suitable replacenrenq but users are
eautiorted to evaluate this document for their pardczdar application before citing it as a
replacement document.

(Copies of ASTM G21 may be obtained ffom the American Society for Testing and
Materials, 100 Barr Harbor Drive, W. ConshohockeL PA 19428-2959.)
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